As a new branch of MOFs which are composed of biocompatible metal ions and organic ligands, bio-metal-organic frameworks (bio-MOFs) have attracted much attention recently. Bio-MOFs feature multiple Lewis basic sites which have strong interaction with CO2 molecules, thus they have great potential in the separation and purification of gas mixtures containing CO2. In this work, molecular simulation studies were carried out to investigate the adsorption and diffusion behaviors of CO2/N2 gas mixtures in bio-MOF-11. Results show that bio-MOF-11 displays excellent adsorption selectivity towards CO2 in CO2/N2 gas mixtures which was dominated by electrostatic interaction between material and CO2. In addition, we found both CO2 and N2 molecules were preferably adsorbed around the pyrimidine ring and exocyclic amino and transferred to the secondary favorable adsorption sites (methyl groups) with increasing pressure. Bio-MOF-11 membranes show superior permeation selectivity, but low permeability for CO2/N2 gas systems. The reason is that the small pores restrict the movement of gas molecules, leading to the observed low permeability. The information obtained in this work can be applied to other theoretical and experimental studies of bio-MOFs adsorbents and membranes in the future.
Introduction
Reduction of greenhouse gas emissions is an important challenge faced by all countries in the world. A major source of carbon emissions is plant flue gas, which mainly consists of CO2 and N2.
In the past decades, a number of methods have been proposed to solve the problem including cryogenic distillation, amine scrubbing, and sorbent adsorption [1] . Among these methods, pressure swing adsorption (PSA) technology and membrane separation based on porous materials are known to be efficient and affordable processes for CO2 removal from flue streams.
To capture CO2 and separate the gas mixture efficiently, it is important to choose the appropriate materials. Metal-organic frameworks (MOFs) have emerged as a kind of novel porous materials are thought to be promising materials for gas storage and separation [2] [3] [4] [5] [6] . They are formed by coordinating transition or lanthanide metal cations with organic linkers. Compared to traditional materials, they have advantages of low density, high specific area, and more tunable structures. Besides, they are synthesized under milder conditions, thus, MOFs have drawn much attention in recent years [7] [8] [9] [10] [11] and many researches [12] [13] [14] [15] [16] [17] [18] [19] [20] [21] [22] have been carried out to study the performance of MOFs. For example, we have studied the adsorption separation of CO2/N2, CO2/CH4, and CH4/N2 by ZIFs [5] . Zhao et al. [13] studied the permeation and gas mixture separation properties of MOF-5 membranes. Babarao and Jiang [23] investigated the energetics and dynamics of ibuprofen in MOFs. Zhang et al. [24] investigated the adsorption of C1-C4 alcohols in ZIF-8. Their simulation results reveal that MOFs are outstanding materials and can be widely used in gas purification, membrane separation, catalysis, and drug delivery.
Bio-metal organic frameworks (bio-MOFs) are a new branch of MOFs which are composed of biocompatible metal ions and organic ligands. For example, some bio-MOFs are synthesized by using adenine and short peptide biological molecules as the ligands, and Zn and Co ions as the metal ions [25, 26] . Recently, some experiments and simulations have been carried out to investigate the properties of bio-MOFs. An et al. [26] found that bio-MOF-11 has extraordinary ability of CO2 capture than many other MOFs. Erhan et al. [27] predicted permeation selectivities and gas permeabilities of bio-MOF membranes for three kinds of different gas mixtures, compared these bio-MOFs with several other nanoporous membranes, and found that bio-MOF-11 was a good candidate for membrane separation.
In this work, molecular simulations were carried out to calculate the adsorption of CO2/N2 mixture in bio-MOF-11 and discussed the relationship between temperature, pressure, electrostatic force, and the adsorption selectivity. Then we focus our studies on gas diffusion, permeability, and permeation selectivity in bio-MOF-11 membranes and compared these properties with some common MOFs and zeolites. The results can be applied to evaluate the performance of gas adsorption and membrane separation in bio-MOF.
Results and Discussion

Pure Gases
In order to verify the reasonableness of Lennard-Jones (LJ) force field parameters and charges of bio-MOF-11 and the gas molecules, we compared the calculated adsorption isotherms of pure CO2 and N2 with experimental values [26] , as shown in Figure 1 . From Figure 1 , we can see that the simulation results of a single component gas agree well with the experimental data published in the literature. The good agreement implies the accuracy of the models, LJ potential parameters, and charges used in our simulations. Therefore, we believe the following calculations of adsorption selectivity, diffusion selectivity, and permeability are reliable.
The Adsorption Selectivity of CO2/N2 Gas Mixture
To evaluate the separation performance of bio-MOF-11, we firstly predicted the adsorption selectivity of CO2 by ideal adsorbed solution theory (IAST) and compared the prediction with the Grand-canonical Monte Carlo (GCMC) simulation results for equimolar and 15:85 binary mixtures of CO2/N2, as shown in Figure 2 . From Figure 2 , we can see that the tendency of predicted selectivity by IAST is basically accordance with the simulation results but the value of selectivity is underestimated. We found CO2 concentration has a great impact on the selectivity and a small difference in the mole fractions may results in great selectivity discrepancies.
Then we made a comparison between our simulation results and eight other MOFs, as shown in Figure 3 . The data of other MOFs are taken from our previous works [28] and other literatures [5, 29, 30] . Figure 3 shows that bio-MOF-11 displays better separation performance than other eight common MOFs, which indicates that bio-MOF-11 can easily separate CO2/N2 gas mixtures. This can be attributed to the fact that the adenine structural units in bio-MOF-11 can provide multiple Lewis base sites which have strong adsorption capacity for CO2 gas molecules, resulting in good selective adsorption performance for CO2 from CO2/N2 gas mixtures. In addition, from Figure 3 we can see that the adsorption selectivity in bio-MOF-11 increases with the increase of pressure in the low pressure region, then remains stable with further increasing pressure. To investigate the adsorption mechanism of gas mixtures and find the most favorable adsorption site(s) in bio-MOF-11, we calculated the radial distribution functions of CO2 and N2 from equimolar and 15:85 binary mixtures of CO2/N2 around some heavy atoms in bio-MOF-11, as shown in Figure 4 .
Three remarkable peaks can be clearly seen from Figure 4a ,c in the vicinity of r = 4 Å, which means CO2 molecules prefer to be adsorbed around N1, N3, and C4 first, as shown in Figure 5 . We can also see two slightly pronounced peaks around C3 and C7, which are the less favorable locations. Among them, N1, C4, and C3 are located at pyrimidine ring and N3 represents the exocyclic amino nitrogen atom. This suggests that there are strong adsorption interactions between pyrimidine and CO2 molecules. Similarly, the small peak around C7 indicates the methyl (-CH3) group is also favorable for CO2 adsorption. A similar tendency of N2 could also be seen from Figure 4b ,d. In a word, the preferential adsorption sites of CO2 and N2 in bio-MOF-11 are the adenine linkers rather than metal ions. This suggests that we can modify the ligands by adding a certain amount of pyrimidine to enhance the material adsorption separation performance. Figure 6 shows the simulation snapshots of CO2 from equimolar binary mixtures of CO2/N2 in bio-MOF-11 at three different pressures and 298 K. Due to the small amount of N2 adsorption in the material, we removed the N2 molecules in Figure 6 . From the pictures we can see that under low pressure, CO2 molecules with strong electrostatic forces and large quadrupole moment firstly occupy the best adsorption sites, i.e., the Lewis basic pyrimidine and amino groups. As the pressure and the CO2 adsorption quantity increase gradually, the best adsorption locations are all occupied, resulting in the transfer of CO2 molecules to the secondary favorable adsorption sites (methyl groups). Finally, when the pressure reaches a certain value, the CO2 molecules fill all the cavities that become saturated. Because of the weaker interaction between the material and N2 molecules compared with CO2, the adsorption capacity of N2 is very small. At low pressure, N2 molecules are also adsorbed at N1 and N3. As the amount of CO2 in the material increases, the strong material-CO2 and CO2-CO2 intermolecular interactions compel N2 away from the optimal position and transfer to the secondary favorable adsorption sites even in cavities.
Effect of Electrostatic Interactions on Adsorption Selectivity in Bio-MOF-11
In this part, we consider three cases to investigate the influence of electrostatic force. In case 1, all the electrostatic interactions were considered. In case 2, we turned off all the Coulombic interactions including adsorbates-adsorbates and adsorbates-adsorbents. In case 3, we only considered the electrostatic forces between gas molecules. Equimolar binary mixtures of CO2/N2 and 15:85 binary mixtures of CO2/N2 were studied and the simulation results are shown in Figure 7 . Figure 7a,c show that the adsorption selectivity of CO2/N2 gas mixture decreased sharply when all the Coulombic interactions were turned off. This phenomenon indicates that electrostatic interactions play an important role in CO2/N2 adsorption separation. Comparing with electrostatic interactions between adsorbates, the Coulombic forces of material-gas have greater impact on the adsorption selectivity. It can be clearly seen from Figure 7b ,d that the electrostatic field of bio-MOF-11 greatly improves the adsorption quantity of CO2, but less enhances the N2 adsorption. Therefore, the existence of framework charges results in a much higher selectivity for both CO2/N2 systems.
Effect of Temperature on Adsorption Selectivity in Bio-MOF-11
To investigate the impact of temperature on the adsorption selectivity in bio-MOF-11, equimolar and 15:85 binary mixed systems of CO2/N2 were chosen for simulation, as shown in Figure 8 below. From Figure 8 we can see that the adsorption selectivity of CO2 decreases with increasing temperature. At low temperature, the adsorption selectivity decreases sharply. With the temperature increases, it starts to slow down the drop. In addition we found that the higher the pressure, the greater the influence of temperature on the selectivity was. Figure 9 displays the diffusion selectivities for equimolar and 15:85 binary gas mixtures of CO2/N2 as a function of total bulk pressure in bio-MOF-11. It can be seen that Sdiff < 1, which means the diffusion velocity of N2 is faster than that of CO2. It is known that adsorbability of materials, weight, and size of gas molecules are the main factors influencing gas diffusion. The diameters of CO2 and N2 molecules are very close, resulting in the similar restriction for the movement of CO2 and N2 in cavities. However the weaker interactions between bio-MOF-11 and N2 lead to faster diffusion of N2 than CO2. Therefore, the interactions between material and gas molecules instead of the size of guest molecules give rise to the difference of the diffusion velocity for CO2/N2 gas mixture. Permeation selectivity is usually used to quantitatively study the gas separation performance of membranes and can be estimated as the product of adsorption and diffusion selectivity for a binary mixture [14, 31, 32] , Spermi/j = Sadsi/j × Sdiffi/j. The results of CO2/N2 gas mixtures in bio-MOF-11 are given in Figure 10 and the information of other materials are taken from [33] [34] [35] . It is clearly noted that bio-MOF-11 exhibits higher membrane selectivity than most of the materials studied because of the high adsorption selectivity. A similar phenomenon also occurs in bio-MOF-11 membrane separation of CH4/H2, CO2/CH4, and CO2/H2 gas mixtures [27] . 
Gas Diffusion and Permeation Selectivity of Bio-MOF-11 Membranes
Gas Permeabilities and Selectivities of Bio-MOF-11 Membranes for CO2/N2 Mixtures.
When studying the separation performance of membrane materials, it is important to investigate the permeation selectivity as well as permeability of membranes to judge if the material is a good candidate for gas membrane separation. Ideal membranes with characteristics of high osmotic selectivity and good permeability can not only greatly improve the purity of gas after purification but also complete the gas separation task within the allotted time. Therefore, there is a compromise between the permeation selectivity and permeability which must be considered in membrane selection. The membrane permeabilities were estimated by the following equation proposed by Krishna and van Baten [33] :
where  is the porosity of the material; Ds,i is the self-diffusivity of gas i in the material (m mol/m/s/Pa). Figure 11 shows the relationship between permeation selectivity and gas permeability of bio-MOF-11 together with other common porous materials at 1 MPa. The data for other membranes are taken from [28, 31, 33] . Bio-MOF-11 shows superior permeation selectivity for CO2/N2 mixed gas systems but low permeability. That is the strong electrostatic interactions between CO2 and bio-MOF-11 lead to the high adsorption selectivity and permeation selectivity. However, the small cavities of bio-MOF-11 restrict the movement of gas molecules and hinder the diffusion of guest molecules, resulting in the low permeability. It is clearly seen that NaX and NaY are good membranes for separation because of the compromise between permeation selectivity and permeability. The strong interactions between Na + and CO2 cause high permeation selectivity, and the open, big pores lead to great permeability. Therefore we think that the structure of bio-MOF-11 could be adjusted to enlarge the pore size and then the permeability will be greatly improved. 
Simulation Section
Bio-MOF-11 Structure
The Bio-MOF-11 structure was constructed from experimental single-crystal X-ray diffraction data [26] by Material Studio software. The topology of the material is tetragonal and the space group is I41/A. Bio-MOF-11 consists of cobalt-adeninate-acetate paddle wheel clusters and adenine, which has multiple Lewis basic sites including an amino group and pyrimidine nitrogens [27] . The detailed structural properties of bio-MOF-11 are summarized in Table 1 . Figure 12 illustrates the structure of bio-MOF-11 from the three dimensional directions. 
Force Field
It is well-known that the selection of force field plays an important role on calculation results. In this work, CO2 were treated as rigid linear molecular model with three atoms which was usually used in the simulation of gas adsorption. The bond length of C-O is 0.116 nm and the partial point charges which centered at each LJ site are qC = +0.7 e and qO = −0.35 e. N2 molecule was represented as a three-site model with two sites located at two N atoms and the third one located at its center of mass (COM) [36] . The charges of N atoms and COM are −0.482 e and +0.964 e respectively. N-N bond length is 0.11 nm. The LJ force field parameters for CO2 and N2 are taken from TraPPE [36] and listed in Table 2 together with bio-MOF-11. The site-site LJ potentials as well as Coulombic potentials were applied to calculate the guest molecular interactions. The LJ potential parameters for bio-MOF-11 are taken from universal force field (UFF) [37] . At the same time, we also combine LJ potential and Coulombic force to describe the interactions between adsorbents and adsorbates. The atomic partial charges of bio-MOF-11 we used are listed in Table 3 . All electrostatic interactions were handled using the Ewald summation technique [38] and all of the LJ cross interaction parameters were obtained by Lorentz-Berthelot mixing rules. 
Simulation Details
In this work, GCMC simulations were employed to calculate the adsorption isotherms of the gas mixture in bio-MOF-11. The material in the simulation was modeled as rigid structure, which ignored the skeleton stretching and bending vibration. The numbers of the unit cells in the simulation box were 2 × 2 × 2 and periodic boundary conditions were applied in three dimensional directions. The LJ potential cutoff radius rc is 1.28 nm (r ≥ rc, ULJ = 0). In GCMC simulations, chemical potential which was computed by Peng-Robinson equation of state served as input quantity to calculate the gas adsorption. The total GCMC simulation consisted of 1.7 × 10 Equilibrium Molecular Dynamics (EMD) simulations in the NVT ensemble were carried out to obtain the gas diffusivity and permeability of bio-MOF-11 membranes. The Nose-Hoover thermostat [39] was chosen to keep the temperature of simulation constant and the time steps of simulation were set 1.0 fs. For each state, the total MD simulation consisted of 5 × 10 where x(t) is the position vector of tracer particle along the x axis at time t and angle brackets represent the ensemble average. Similarly, we can obtain the self-diffusion coefficients on the directions of y and z axis. Therefore, the mean self-diffusion coefficient which is often used to evaluate the performance of gas diffusion would be calculated by the following equation:
Conclusions
We used GCMC and EMD simulation techniques to study the adsorption and diffusion properties of CO2/N2 gas mixture in bio-MOF-11. We found Bio-MOF-11 is suitable for adsorption separation of CO2/N2 gas mixtures and capturing CO2 molecules because of the strong interaction between the Lewis base sites located on the adenine linkers and CO2 molecules. The electrostatic material-gas interaction plays an important role in CO2/N2 adsorption separation. By investigating the gas diffusion separation in bio-MOF-11, we found the diffusion velocity of N2 is faster than that of CO2. Bio-MOF-11 shows excellent permeation selectivity for CO2/N2 mixed gas systems, but low permeability due to the small cavities of the structure. Therefore in order to improve the permeability of bio-MOF-11 membranes some adjustments have to be made to enlarge the cavities.
